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ABSTRACT

This study was initiated to investigate the cause of various reports of
field failures of wires and cables (multi-conductor), specifically cables
which are part of the AN/ VRC-12 Radio Equipment.

Various types of cablea, fabricated per MIL-C-343Z and similar to
those reported as having failed in tactical usi, were tested.

A description of each type is provided in this report along with detailed
physica-l test data, such as tensile and elongation of conductor insulating
materiai (aged and unaged) and mechanical tests on the cable such as, flex,
,mpact and twist.

None of the cables tested exhibited outstanding performance in all the
mechanical tests. When cables did perform very well with regard to one or
two tests, they did poorly in others. All cables exhibited variations of per-
formance and practically no correlation was obtained between the mechanical
tests and the physical characteristics of the insulation.

Performance tests however, do offer some control on the construction
and manufacturing variables of the cable. New design considerations are
recommended based upon the evaluation. Requirements for the physical
p-operties of the insulation are also recommended to upgrade the material
at i provide greater stability with respect to accelerated temperature aging.
Mechanical performance tests on finished cable are recommended to provide
an overall control on the constructional quality of the finished cable.

These tests will be incorporated in Military Specification MIL-C-343Z
along with appropriate changes in Government inspection procedures to
insure improved reliability of multi-conductor cables.
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BACKGROUND

A directive fron. the office of Project Manager, Selected Tactical
Radio@, U. S. Army Electronics Command, was forwarded to this labora-
tory,* stating that there exists a continuous major problem with respect to
failures in wire and cable, specifically cables which are part of the AN/VRC-
12 Radio Equipment. The directive stated that cable specifications are not
compatible with user requirements and recommended that the entire field of
wires, cables, and cable assemblies be reviewed and revised.

A meeting was arranged with representatives of the Components and
Materials Division of Procurement & Production Directorate to determine:
(I) What types of tactical cables were failing; (Z) What types of cables were
in large quantity procurement; and (3) Into what specific equipments these
cables were being used. The information gained at this meeting, summed
up briefly was: (1) Most cables were procured per Specification MIL-C-
3432, and (2) The only known failure occurred with cables used op the AN/
VRC.1Z equipment.

To further investigate the Project Manager's request, a meeting was
held with a representative of the Project Manager's Office to discuss cable
failures in the field and to determine the type of cables failing and the cause.
The items discussed were: (1) Early history of numerous failures (as much
as 50 percent) of cable assemblies when Radio Equipment AN/VRC-12 was
implemented in the field in October 1963 and (Z) The need for more rigid
specification requirements.

A meeting was arranged at Frankford Arsenal to discuss cable testing
techniques, and cable testing equipment relative to multi-couductor cables
and to obtain procurement information for a Frankford Arsenal Cable Test-
ing Machine.

Tobyhanna Military Supply Depot was also queried to determine the
type of cables failing and what cables were in large quantity procurement.
The inquiry revealed numerous failures of cable assemblies used with
AN/VRC-12 equipments. Tobyhanna reported 25,000 feet of cable as "dry-
rot" cable and Z0,000 cable assemblies with such defective cable.

EVALUATION PROGRAM
1. Cable Sample Description

Two cable samples made per Specification MIL-C-343Z were
obtained from Components & Materials Division, Procurement and

*Electronic Components Laboratory



P-i oduction Directorate, and consisted of types CO-18LOF (14/22, 4/22 SI)
0, 10 made by the Cornish Wire Company, and CO-IZLOF (12/22) 0325 made
by the American Insulated Wire Company. Due to the short lengths of these

samples, a complete series of tests could not be made so additional cable
samples of various manufacturers were requested from Tobyhanna Supply
Depot. The samples received and tested were types CO-18LOF (14/22,
4/22 SI) 0500, CO-09LOF (7/22, 2/22 SI) 0325 made by the American
Insulated Wire Compan),, and CO-IZLOF (121/U) 0325 marked Industrial

Components Company (made by American Insulated Wire Company), Other

cable samples were obtained from Tobyhanna which were marked "dry-rot".
In order to properly evaluate cables representative of various companies'

I- diign and cabling techniques, a p-ocurement was made directly to

three cable inanufacturers. Only one each cable type CO-ABLOF (14/22,
4/22 SI) 0500, and CO-IZLOF (12/22) 0325 from American Insulated Wire

Company and CO-09LOF (7/22, 2/22SI)0325 from ITT Surprenant was re-
ceived,

Z. Test Procedures
A testing and evaluation program was immediately initiated on

rrklti-conductor, shielded, and unsaielded cables. These cables, fabri-

cated per MIL-C-3432, were similar to the cables used with AN/VRC-lZ
equipment which were reported as having failed in tactical use.

Cable samples were subjected to flex, impact, and twist tests in
accordance with Specification MIL-C-.13777. These tests were designed,
with some modification of the flex tests, to simulate field use and abuse and

were performed on a Frankford Arsenal Cable Testing Machine.

The flex tests consisted of placing the cable samples between two
half-inch mandrels, with the lower end of the samples fixed approximately
twelve inches below the mandrels (instead of weights) to confine the flex
or bend over the mandrels instead of allowing the cable sample to ride up
and down over the mandrels. Cable sample length differences between

cable in the vertical and horizontal position and adjustment of a ten-pound
tension on the cable samples ree accomplished by attaching a spring be-
tween the samples and the oscillating arm of the machine. The oscillating
arm of the machine flexed the cable samples alternately over each mandrel.
Starting from zero (horizontal position) and rotating through a 180 degree
arc of the flexing arm and back 180 degrees to zero position conutituted one
cycle. This modification to the MIL-C-13777 test method was nrade to

provide a more realistic test of the cables. The method simulates sharp
bending of the cable at the back end of a connector where the cable gets the
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most bending abuse when it is used on an assembly and installed in equip-
ments.

Impact tests consisted of allowing a weighted hammer to strike the
cable sample which was clamped over an anvil. The weight size and height
of the hammer was in accordance with MIL-C-13777 except for the types
CO-12LOF (12/22) 0325 and CO-09LOF (7/22, 2/22 SI) 0325 cables. The
drop height of the hammer was reduced because of the severity of the test
on these smaller diameter cables which had thinner wall jackets compared
to the 18-conductor cables.

Twist tests consisted of attaching one end of a cable sample to a mech-
anism that allowed the cable to ride up and down over a pulley. The opposite

end of tie cable sample was attached to a weight that applied t.ension and a
45 degree (each side of zero) twist lo the cable.

3. Instrumentation
Cable samples for the tests were prepared by conne-ting the con-

ductors in series and then terminating into a control box. Since the cable
testing machine was located a considerable distance away and to eliminate
constant monitoring of the flex and twist; tests which were of long duration,
a control box (Fig. 1) was designed and fabricated to automatically stop the
cable testing machine and the cycle counter when the cable sample failed.
Twenty-four volts D-C were applied through a rheostat and relay to the
cable conductors, which were connected in series. The circuitry (Fig. 2)
has a reset switch which closes the circuit, energizes the relay and starts

the cable testing rmchine. Discontinuity in the cable conductors opens the
circuit and stops the cable testing machine. Relay drop-out sensitivity is
controlled by the "Load-Adj" rheostat.

Impact tests were controlled by a Short-Open Indicator (Fig. 3).
A I1OV A-C potential was applied to the conductors of the cable sample
through an adjustable load to indicate 0. 5 ampere. Indication on the
ammeter permitted determination of failure caused by broken conductors or
by short circuits between conductors. Failure due to either cause termin-
ated the test. The electrical circuitry (Fig. 4) consisted of connecting a
rheostat, ammeter, resistors (at each end of the conductors), and cable
conductors all in series. Resistor values of 10 ohms were used for a cable
having 18 conductors (17 resistors) to permit adjusting the control rheostat
resistance in the circuit to 0.5 A.; also, to allow cables having as few as 9
conductors to be used with this indicator as there was sufficient regulation
with the rheostat to adjust the load to 0.5 ampere. Small two-watt resistors
were used to restrict the size of the resistor boxes. The on-off switch was
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a momentary type so that the circuit was closed for the short time duration
necessary to read the meter at each hammer impact upon the cable sample

and to prevent the resistors from overheating.

RESULTS

The results of the tests are summarized in Table 1 and detailed data

are tabulated in Tables Al - A4 of the Appendix. Cornish Wire samples
(Tanle A1) exhibited relatively high impact life, the best of all cables tested.

This was attributed possibly to the addition of a textile braid over the indiv-
idually insulated conductors. The braid tended to cushion the conductors
from each other when the cable was subjected to impact. Although advanta-

geous for impact, the braid tends to be a disadvantage in flexing and twisting

of the cable. The textile braid restricts the insulated conductors from slid-
ing back and forth within the cable jacket during flex and t',ist, possibly

putting extra stress on the copper conductors. AIW 1964 cable samr lea

(Table AZ) showed relatively low impact and twist life; AIW 1963 "Dry Rot"
cable samples (Table AZ) showed low flex life and the poorest impact resim-

tance of all the samples, although twist life was relatively high. Again,
this may be attributed to the textile core wrap, having a similar reaction
among the conductors within the c.ble as the textile braid over the individ-

ually insulated conductors. AIW . _6 samples (Table AZ) exhibited relatively
high flex, impact and twist life as compared to 1963 and 1964 samples.

This was possibly due to the Mylar tape core wrap which allowed the con-
2ctors more freedom of movement during the twist test and absorbed, to

some extent, the hammer blows during the impact test. Cables, type
CO-12LOF (12/22) 0325 marked "Industrial Components Company" (made

by AIW 1965) and AIW 1965 (Table A3) exhibited high twist life, relatively
high flex life, but relatively poor impact. These cables contained no indiv-

idually shielded conductors, hence there was no restriction or abrasion
from shields on adjacent conductors during twist tests which would put undue
stress on the copper conductors. These cables averaged relatively the

same life cycles for each of the flex, impact and twist tests.

Cables, type CO-09LOF (7/22 - 2/22 SI) 0325 manufactured by ITT

Surprenant (Table A4), showed relatively high impact life as compared to

AIW cables. This was possibly due to the textile reinforced jacket afford-
ing some protection to the conductors by absorbing the shock from the

hammer blows during the impact tests. The flex and twist life of these
cables were comparable; however, the flex life is considered poor.

In order to determine if the conductor material was at fault for the

low twist life of the AIW 1964 samples and the low flex life of the AIW 1963
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samples labeled "dry-rot", tencile and elongation tests we-e pe',-formed on
the copper conductors (Table Z). The tests and results were based upon
requirements and values of Federal Specification QQ-W-343. The stranded
#ZZ AWG conductor was used for these tests. Strands were not removed
from the conductor because tensile strength values are not specified in the
specification for this strand wire gize (#34 AWG). The elongation of copper
conductors for the AIW 1963 samples (labeled "A and B") and the AIW 1964
samples (labeled "From 19 and 28 cycle twist) were less than the (15% after
stranding) minimucn requirements of QQ-W-343. Cornish samples met the
elongation requirements. All the AIW 1964, AIW 1963, and Cornish samples
met the tensile requirements.

Military Specification MIL-I-3930 specifies a minimum tensile of 450
psi and 200 per cent elongation for uaaged conductor insulation for wall
thickness between 6 to ?_0 mils. For insulation walls over 20 mils, tVe
tensile and elongation mninimurn requirerrxentb are 600 pai and 250 per cent
respectively. Shielded conductors of the AIWv 196., 1964 and 1966 samplea
were tested because heat retention in the shields when the cable jacket is
applied could possibly cause degradat:,on of the shielded conductor insulation.
No testing was made of the shielded conductors of the Cornish Wire sample3
due to insufficient cable.

Insulation elongation (unaged) values for samples of AIW 1963, and
AIW 1964 (Table 3) were borderline specification values, wherein the tensile
values were above specification requirements. Other cable samples paused
specification requirements for tensile and elongation. AIW 1966 samples
were well above the minimum requirements for both tensile and elongation.

Tensile and elongation tests were also made on inulation after air-
oven conditioning for 168 hours at 100 0 C to possibly duplicate "dry-rot"
due to overcuring. The results of these tests are also shown in Table 3.
AIW 1966 samples procured directly from the manufacturer were also
subjected to air-oven aging for 1/2 hour at 3450F (simulating jacket extru-
sion temperatures) in order to possibly duplicate "dry-rot" due to overcur-
ing during jacket extrusion. Similar samples were subjected to air-oven
aging for 1/2 hour at 400 0 F (also simulating possible temperature jacket
extrusion) again to duplicate insulation dry-rot (Tabl.. 3).

None of these air-oven aging tests duplicated the "dry-rot" insulation
(i. e., degradation to the degree that the insulation lost all its elastomeric
properties and the material cracked or crumbled with no tensile load). The
insulation did crumble at elongations under very sorall tensile stress, see
Fig. 5 and 6. However, later tests of air-oven aging of insulated conductors
(including an experimental cable with ethylene-propylene rubber insulation)

5
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at 100 C did result in significant deterioration after two weeks, and dupli-

cated insulation dry rot after three weeks (See Fig. 7 and Table 3).

The repetition rate of conductor failures shown in Table 4 was not

intended to indicate conductor failures due to different manufacturers or

time of manufacture but rather to locate or isolate the number of failures

which occurred for each conductor in respect to other conductors included
in the cable. For instance, for ,able type C0,)-l8LOF(l4/Z2 - 4/22 SI) 0500

a total of nine conductor failures were recorded for the black/white cornduc-

tor and three failures for the adjacent conauctor blue/black. Almost all

conductors failed at least once on the impact tests. The three failures for

tne , inductors colo' -coded blue, and white /blacl, could be due to the fact
that they were adjacent to the shielded conductors, and the impact hammer
could possibly have driven the broken shield strands into these insulated

conductor s.

No pattern is discernible for the failures of conductors for the CO-12

LOF (12/Z2) 0325 type cables. The conductor failures resulting from flex,

impact and twist tests were of relatively the same life cycle. This cable

contains no shielded conductors, hence, no interaction due to conductor

shields and adjacent insulated conductors. Conductor failures shown for

cablea, type CO-09LOF (7/22 - 2/22 SI) 032' (Table 4) indicate a high fail-

ure rate of the white and black conductors. However, only two of the three

failures were recorded for the AIW 1965 cable of the respective conductors

and three and two failures for the ITT cable of the same conductors. More

cable tests should be made to arrive at further conclusions.

CONCLUSIONS

Three cable types used with AN/VRC-12 were evaluated !or conform-

ance to Specification MIL-C-3432 and for performance on mechanical tests

of flex, twist, and impact per MIL-C-13777. The data was analyzed to

determine causes of failure and necessary revisions in specification require-

ments to provide greater reliability. Primary effort was directed to

CO-18LOF (14/2Z - 4/22 SI) 0500 because of its complexity and its failure

in the field. The pertinent results of the evaluation are as follows:

i. Cable samples labeled "dry rot" did not reveal a disintegrated

insulation but rather a poor grade of insulation when tested for tensile and

elongation per MIL-I-3930.

2. Although the insulating material (SBR) exhibited physical character-

istics after one week at 100*C greater than the initial values of MIL-I-3930,
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it deteriorated rapidly after one week at 100Ct and began to disiniegrate at
approximately three weeks at 100 0 C. The insulation also met requirements
for tensile and elongation after I/2 hour at 400°F, but it decreased approx-
imately 30% in tensile from the unaged samples. The aging condition did
not simulate "dry-rot".

3. EPR insulation was highly stable at 100 0 C, and exhibited virtually
no change in physical properties for the period tested.

4. No influencing factor was apparent in determining the flex life of
the cables tested other than the fatigue of the copper conductors. All fail-
ures were due to breaks in the conductors with the insulation intact.

5. None of the cables exhibited outstanding performance in all of the
mechanical tests. When cables did perform very well with regard to one %r
two tests, they did poorly in the others. The Cornish Cable, however, was
not outstanding in any one test but exceeded the requirements for all tests,
and was superior to the other cables in regard to impact. The insulation in
the Cornish cable also had good initial physical properties.

6. Although there were variations of performance and no established
correlation between the mechanical tests and the physical characteristics of
the insulation, performance tests do offer some control on the construction-
al and manufacturing variables of the cable.

7. The use of braided coverings over the insulation, and plastic tapt
wraps contributed to the outstanding performance of some of the cables in
at least one of the mechanical tests.

RECOMMENDATIONS

1. The requirements of the physical properties of insulation per
MIL-I-3930 should be upgraded to provide greater stability with respect to
accelerated temperature aging. These upgraded requirements will im-
prove the overall performance of cables per MIL-C-343Z. Marker threads
indicating month and year of manufacture should be provided under each
conductor insulation to insure that conductors"are not excessively aged in
storage prior to cable fabrication.

2. Mylar tape wraps should be used over and under the metallic braid
of shielded conductors to prevent abrasion damage and piercing of insula-
tion by broken strands. In multilayer cable construction the shielded

*with insulation
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comductors should be in the inside layers to minimize their vulnerability to

damage. The center of the cable core should be occupied by filler material

rather than a conductor to eliminate excessive stresses on such a conductor.

3. Despite the variability in test results, and the evaluation limited to
light duty cables, mechanical performance tests on finished cables provide

an overall control on the quality of the cable with respect to numerous con-
structional details. The test procedures for flex, twist, and impact per

M4IL- C- 13777 should also be incorporated into MIL-C-3432 with the follow-

ing minimum requirements: i500 flex cycles, 1500 twist cycles, and 50
impacts.

4. Appropriate changes should be made in the inspection test proced-

ures to incorporate the accelerated temperature aging of insulation and the

mechanical performance tests to assure improved reliability of the finished

cable to be delivered to prime contractors.

Implementation of the specification revisions will be undertaken by the

Electronic Components Laboratory of this Command in coordination with

the Procurement & Production Directorate. However, the procurement

agency must exercise adequate inspection surveillance to achieve the benefits

of the upgraded specification requirements.
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TABLE Z - TEST RESULTS

Tensile & Elongation of Copper Conductors

Foe ce U *1 J
B*AK P 5 1 eN ýrmf

AW•1)44 641P. fROM 1 CYcLE rW/57.TE 7'

19e 32700 4-;T 6-75
17.5 .30",70 q.5 6 .,;-f

;0.0 r 34.L'41#0 11/•1 7.7
17.0 I7ffo Y. Is a ;.5
16S5" 293f• ? X
4f.51 33," 4 3 / 7.7

Aiw 7 W%4 C oV FVAoWO 28 Y,'r6 TMJ/S7 T. 7
20.5 352fO 1.125 6.-5
/70 29260 4.5 /2..5

0.o 30,90 Y',..5 •.25
69. 3270oo 9.1 2' .2-6

/70 2924o q.- /2.5-
14f.5 2•-4Oo 0 1.2-5 .-. 5

2/.0 3(0,/ *6 *15 (0. ;5
.OS 35"2,,0 A-•.. /2-5

20.7 -5,4X 'A. 375 ?.4
2o.0 32 7Oo ' 975-.•
20.2 3'A 76 0 4C.5 9, .Z;
/0.5 3/52to .•375 37./

I I [

4 2W1y D W7~ Y-& Rd A' 0;Loh)
20.j 34It' 2 Y. 37 /.7

;OS135216 'A 645
/f,0 32 700 14 6.5

)-43 3P' 3?o 0e375 I-.A

17-o 7- ?9.1 A75 147
/7.5 3o/30 5475 /f, 7
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TABLE 4

Repetition Rate of Conductor Failures for all Cable Samples

Flex, Impact & Twist Tested

CABLE TYPE: CO-18LCF(14/22 - 4/22 SI) 0S00
Conductor (Color)

TE5TS OF

FLEX 2 'I'

3 ,9

]JM•,,CT 2-vvvv• ,
.3 " .. v.

4V
TWIST ' I

2 1 ,/ 1 ,I

CABLE TYPE: CO-12LOF(1Z/22) 0325

2 ,/ ,/ ,/

4 1t

•I'APACTZ / , ' " SI /
3 / J '/ €

I '

4.

Twi STr DiscoutiRaed test @ high life" cycle.
Also iasTfvciut samples.

CABLE TYPE: CO-09LOF(71Z - 2/22 SI) 0325

FLEX z , ,

I OA x xx x(C

2 lf VII/

I.MPACT3• v
4

I 'V~ V / •X X 'l.

2 , II
TWIST 3 VI

4 '

5 /
X = no conductor of corresponding color

I V /' = Failure
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APPENDIX

ABBREVIATIONS

Cond Conductor
Ins Insulation
Str Strand(s)
Text Textile
T C finned Copper
SBR Styrene Butadiene Rubber
Sk, Sk'ld Shield(s)(ed)
AIW 4one-rLcan Insulated Wire Company

Bk/W Black solid color with White tracer
G/W Green " " . . "

R/W Red to ". It

Blu/W Blue it " " go

Bk/R Black .. .. . Red

W/R White I f . '

O/R Orange" " " " "

R/ Bk Red .. .. . Black
G/Bk Green " " " "

O/Bk Orange" " " "

Blu/Bk Blue " " " "

W/Bk White " t " "

W White solid color
R R ed " "

G Green " "

Bk Black to
Blu Blue "

0 Orange"

20



,r A-T r' A IAr ttIY" AL.

TEST RESULTS

Cable Type: CO-18LOF (14/ZZ, 4/22 SI) 0500I Manufacturer: Cornish Wire Date of Mfu" 1962
*Description of Cable: Received From: Compo-

W rap: Cotton nents & Materials Division, Coles
Jacket: Polychloroprene Area
Conductors: 14 Cond.#UZ AWG, consiuting of 16 Str. #34 AWG (.0063")

Tin. Copper
4 Cond.#Z2 AWG, Shielded cond. 16/#34 AWG Shielded

Braid consisting of 65 Str. .005 ± in. T C
Insulation: SBR with Textile Braid

FLEX TESTS

Cable
Sample No. of Fault *Rernarkzi
No. Cycles (Conductor)

1 1094 O/R {Sh'ld) Condbroken; ins=OK; Text. braid=OK; Apyr ox
50% of Sh. Str_ broken

2 14Z9 O/R (Sh'Id) Same as above
3 11649 qBk/R (Sh'ld),Same an above ___

IMPACT TESTS 15# Hlammer Weight 6" Hammer Drop
1 149 Short only on impact; exam. did not reveal

fault; Text. braid over ins. frayed; ins =OK;
Almost all of sh. broken indicating possibly that

short wa-, due to shld str. being driven into ins,
to cond.

z 167 to First indication of short @167-. To definitely

186 locate fault, te st was continued to 186-. Examn.
G/Bk showed ins. frayed to bare cond. but not shorting

due to good ins. of adjacent R/Bk, R, G & 0/Bk
cond.

0 Braid frayed; ins. broken; no short due to good
ins. on adjacent cond.(Bk & R/W).

R, G/W, Braid frayed; ins=OK
R/W, Bk, 1v
0/R (Sh'ld) All sh'ld str. broken; possibly sh'ld str. pene-

trated thru ins, or to adjacent Blu/ W (Sh) cond.
or below to O/R(Sh) and directly below blow of
impact hammer.

W/R (Sh) Same as above O/R (sh)

Bk/R (Sh) Same except this concLis on the outside of O/R
(Sh) and adjacent to Blu/W (Sh)

Blu/W (Sh) Same except this cond. was on the bottom (next

to anvil) & was exposed to broken sh'ld str. of
-11 the other sh'ld cond.
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Ta~o Al (continued)

Cab&e I
Sample No. of Fault *Remarks
No. Cycles (Conductor)
3 154 Bk/ R (Sh) Cond. broken; all sh'ld str. broken; text. braid

frayed; Bk/W, G/ W, R/W, Blu/W (Sh) Cond.

are on the bottom.
G/W, Bk/W Text. braid frayed thru; cond=OK; ins=OX
R/Bk, 0, Bk
W/Bk, W.

W/R (Sh),
_ O/R (Sh)

TWUXT TESTS 40# Weight
I 398 W/R (Sh) ICond. broken; few .h'ld str. broken

2 (No more cable)

*So* Lst of Abbreviations
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TABLE AZ

TEST RESULTS

Cable Type: CO-18LOF (14/22, 4/22 SI) 0500

Description of Cable:

Conductors: 14 cond.#22 AWG, consisting of 16 str.#34 AWG (.0063")TC

4 cond.#22 AWG, sh'ld cond. 16/#34 AWG sh'Ild braid con-

sisting of 65/.005± in. T C (Mylar tape under sIh

Insulation: SBR

Binder and Wrap: Cotton

Jacket: Polychloroprene

(1) Manufacturer: American Ins. Wire (AIW) Date of Mfr: 1964

Received from: Components & Materials Division, Coles Area

Cable[
SampleI No. of Fault Remarke

No. 'Cycles (Conductors)_
FLEX TESTS

1 2976 W/R (Sh) Cond. broken, ias=OK; fe',w sh. str. broken

Bk/W

2 3101 Bk/W,R/W, Same as above

W/R (Sh)
Shields Approx. 50% of str. broken

3 2223 R/Bk Cond. broken; ins.=OK

4 1100 Bk/W Same as above

Shields Few str. broken

IMPACT TESTS 15# Hammer Weight 6" Hammer Drop
1 20 W1 Bk, G/ Bk Cond. broken; insOK

R/Bk

R/W Cond. broken; ins, split
2 25 Bk/W, Pinhole in ins; probably from sh.str.

Blu/Bk

0, G, Blu Cond.bruken; ins=OK

Bk/W
W/R (sh), Same as above

W/Bk

Shields Almost all str. broken

3 17 Blu/Bk, 0 Cond.broken; ins.tOK

Shields Few stz broken

TWIST TESTS 40# Weight
1 19 Bk/W, Cond. broken; ias.OK

Blu/ Bk,

0/Bk

G/W, G, R Same as above

2 ý8 0/Bk, G/W Same as above

R/W
Shie Id s OK
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"I ah!p At' (continued)

(2) Manufacture- Ameri, an In8. Vire (AIW) Date of Mfr: 1963

Cables 1Labeled Dry-Rot" (see text)
Receivea from. Tobyhatr.ia •Milxtad-y )epot

Cable '
Sample No. of Fau.t iRemarks
No. j _ ¢lefia 1Con..ucto-r.s) _

FLEX TESTS

1 kuoud. boroken, ins, etc. Oi\
2 Z9 N Sarne as above

3 56 R Same as above
'.MPAC'" TE(CT 3 'S', H rmer J,5 1 Hi-ainlier Drop

S- - .. Failure not visible, probably short to sh.
""- Blu, Bk/W Short. Ins. cut thru exposing cond.to sh.

3 15 W/ Bk, Bk tSame as above

TWIST TESTS 40# Weight

I I80Z7 IRiBk, G/ Bk jCond. broken, ins OK; sh. str. almost all brkm1I at several places
_ No MoreCable ,,

(3) Manufacturer: American Ins. Wire (AIW) Date of Mir: 1966
Wrap: Mylar Trape

Received from: Manufacturer

FLEX TESTS

1 1647 W Cn.broken; ins, sh, wrap = OK
1788 R/W Same as above

3 _ 1312 0 Cond. broken; ins. OK; some sh. str. broken

IMPACT TESTS 15# Hammer Weight 6" Hammer Drop
1 88 G/IBk, 0/Bk, Cond.broken; ins-OK; Mylar wrap broken;

Bk/ W all sh. str. broken

2 71 R Ins. cut thru and shorted to adjacent shield
I of frayed "O/R" cond.

3 ;65 Blu cond. broken; ins - OK

TWIST TESTS 40# Weight

1 15,650 W/Bk, R/Bk(S1b) Cond. broken; Mylar wrap broken; ins. worn
thru and cond.exposed; approx.50% of sh.

str. broken

z Z0, 379 No Failures

3 17, 540 No Failures
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TABLE A3
, Vrc.• r..•qlTT TR•

Cable Type: CO-12LOF (12/22) 0325
Description of Cable:

Conductors: 1Z #AWG; Each cond.cousisting of 16/#34 AWG (.0063") TC
Insulation: SBR
Binder: Cotton
Wrap: Mylar Tape
Jacket: Polychloroprene

(1) Manufacturer: American Ins. Wire (AIW) Date of Mfr: 1965
Received from: Manufacturer

Cable
Sample No. of Fault Remarks
No. Cycles (Conductor)
FLEX TESTS
1 1986 W/Bk Cond.broken; ins=OK; Mylar wrap broken

2 11701 0/Bk Same as above
3 12066 G, 0 Same as above
IMPACT TESTS 15# Weight 2" Hammer Drop
1 6- G/Bk. R/Bkl Cond.broken; ins=OK
2 26 0/Bk Same as above
3 35 - j No Failure
TWIST TESTS 40# Weight

1 23,066 -No Failure
2 18,500 - No Failure
3 15,000 - No Failure
(2) Manufacturer: American Ins. Wire(AlW) Date of Mfr: 1965

Wrap: Cotton
Received from: Components & Materials Division, Coles Area

FLEX TESTS

1 13614 G. G/Bk Cond. broken; in&=OK

z 947 Bin, G/ Bk Same as above
0/ Bk

3 1245 G Same as above
IMPACT TESTS 15# Hammer Weight 2" Hammer Drop (2)
1 53 0, Blu Cond.broken; ins=OK
z Z6 Bk/ W, Same as above

Blu/Bk

3 15 G Same as above
TWIST TESTS

No More Cable
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Table A.3 (Continued)

"I Mantffati-•rre.. Induotrial Cornponents Co. Date of Mfr: June 1965
.. •o .(A c tu ally A I W )

Received froni; Tobyhanna Military Depot

Cable
Sample No. of fault Remarks

-33 - -19-u '_....... Cond, broken; ins. etc.=OK
2 1653 Bk/W. G/Bk Same as above

W V1 T" k Sal-le -., 'e abve
IMPACT TF.STS 150 Hammer Weight 3" Hammer Drop (1)
1 J2 Blu/ Bk, Cond.broken; ins, etc.zO.K

I W/Bk. G
S .3 Bk./W, G Sarm- as above

Bk. Blu/Bk
3 6 W/Bk Same as above
IMPACT TESTS 150 Hammer Weight 2" Hammer Drop (2)

21 Blu. G/ Bk Cond. broken; ins, etc. =OK
__Z5 Bk/ W, Blu Same an above

3 19 R/Bk, G [Same as above
TWIST TESTS 400 Weight
1 i13.890 NF (3) Mylar tape frayed thru
2 14,960 NF Same as above
3 1 4.9600 NF Same as above

NOTE:
(1) 3" Hammer drop too severe for this light-duty. smaU dia.cable
(2) Hammer drop reduced to 2" drop
(3) NF No Failure
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TABLE A4
TEST RESULTS

Cable Type: CO-09LOF (7/22, 2/22 SI) 0325
Description of Cable:

Conductors: 7 Cond.#22 AWG, consisting of 16 Str./#34 AWG (.0063")TC

2 Cond.#22 AWG, sh'Id cond. 16/#34 AWG shId braid consist-
ing of 65/.005* in. TC (Mylar tape under sh)

Insulation: SBR
Binder: Cotton
Wrap: Mylar Tape
Jacket: Polychloroprene

(1) Manufacturer: American Insulated Wire (AIW) Date of Mfr: 1965
Received from: Tobyhanna Army Depot

CableI
Sample No. of Fault Remarks

No. Cycles (Conductors)
FLEX TESTS
1 86 R Condbroken; ins., OK
2 179 Bk/R (Sh), Same as above

G/Bk
3 303 Bk/R (Sh) Same as above

I _ Shields Few strands broken
IMPACT TESTS 15# Hammer Weight 2" Ham~ner Drop
1 12 R, W, Bk, Cond.broken; ins.z OK

W/Bk, Blu,

O, G
Shields All str. broken; Mylar wrap broken

2 zz R, G, W Cond.broken; ins. - OK
Shields All str. broken; Mylar wrap broken

3 19 R, O, W/Bk Cond.broken; ins.- OK
Shields All str. broken; Mylar wrap broken

TWIST TESTS 40# Weight
1 5243 1Bk Cond. broken; ins.- OK; some sh. str. broken
2 320A Bk Same as above
3 15821 1 -

Manufacturer: ITT Surprenant Date of Mfr: 1966
Wrap: Textile Reinforced Polychloroprene Jacket

Received from: Manufacturer

FLEX TESTS

1 77 R Cond1broken; ins, etc. OK
2 509 R, W, G Same as above

3 1500 0 Same as above
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Table A4 (continued)

CableT
Sample No. of Fault Remarks
No. Cycles |(Conductors)_
IMPACT TESTS 15# Hammer 2" Hammer Drop
S 98 [W, Blu Cond.ins. broken & cond.exposed & shorted to

2 12 W. Blu sh; sh. str. all broken; cond.under sh.protected

t 1'4 W Ifrom shorting to sh.by Mylar wrap
TWIST TESTS 40# Wei ht
i 16156 W, R, G, 0, Cond. broken; ins. - OK; sh. str. all broken

93%,b Pk
2 467 .R, Blu, Bk Same as above

W/ Bk

3 508 Bk, G/ Bk(Sh) Same as above
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